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Haiphong City, Dated: 26 March, 2012

CERTIFICATE OF QUALITY/ANALYSIS

REF. NO: M12/1470
Ashipment designated as:

SHIPPER: MINH ANH TRADING INVESTMENT AND IMPORT EXPORT JOINT
STOCK COMPANY
ADD:NO 3/A5,COLUMN 5-8 OPEN ZONE,HONG HA WARD,HA LONG
CITY, QUANG NINH PROVINCE VIETNAM
TEL:0084-33-2474268 FAX:0084-33-3811789

TO MESSRS: HAINAN ZHONG SHENG INTERNATIONAL TRADING CO., LTD
ADD: BAILI HOTEL KAIFENG CITY PLAZA 16TH FLOOR ROOM
1601, PUJI ROAD, YANGPU ECONOMIC DEVELOPMENT
ZONE, HAINAN,PEOPLE'S REPUBLIC OF CHINA

DESCRIPTION OF GOODS: CALCES

PORT OF LOADING: HAIPHONG PORT, VIETNAM

PORT OF DISCHARGE: YANGPU OR JINHAI PORT,HAINAN,P.R.CHINA
NAME OF VESSEL: MV HAI LONG 27

B/L NO. & DATE: 01-MAVN DATE: 24 MAR, 2012

In compliance with the instructions received from our principal, we attended at Haiphong port, Vietnam with
the purpose of carrying out survey of Quality/Analysis of the above commodity. At time of our intervention,
the cargo was being loaded on board the vessel at Haiphong port. We hereby report our findings as follows:

PACKING: The cargo was packed in PP Jumbo bags.

QUALITY: Based on ISO standards, We, the SGS surveyors took the representative sample of the
whole lot of cargo during the course of loading cargo on board the vessel for test quality. The full composite
samples were prepared and divided into 04 sub-samples then distributed as follows:

-01 sub-sample with SGS seal No. 13002207 was sent to our laboratory for testing

- 02 sub-samples with SGS seals No. 13002208 & 13002209 were retained at SGS office and will be

disposed after 03 months.
-01 sub-sample with SGS seal No. 13002210 was handed over to the client.
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VInacontroI.Haiphong
80 Pham Minh Duc, Haiphong.
D) Vinacontrel & 5
< E :vinacontrolhp@hn.vnn.vn

www.vinacontrol.com.vn
Branches in all main ports of Vietnam

CHUNG THU GIAM DINH VE PHAM CHAT

S6 : 12C01ND0522-01
Ngay: 14/02/2012

Ngusi yéu cau : CONG TY GO PHAN XNK VA DAU TU THUONG MAI VIET NAM
Tén hang khai bao : DA VOI

S8 lugng : 1 MAU’

Ngay yéu cau giam dinh: 09/02/2012

KET QUA GIAM PINH

PHAM CHAT: Theo yéu cdu clia CONG TY CO PHAN XNK VA PAU TU THUONG MAI
VIET NAM, ching toi d4 tién hanh kiém tra ph&m chat 01 mau da véi do chii hang cung cép,
mau dung trong tai PE, miéng tai khéng c6 niém phong cép chi. K&t qua nhu sau:

CHI TIEU PHUONG PHAP DPON VI KET QUA
Ham lugng CaO % 91,83

Ham Iuong MgO TCXDVN 312/2004 % 0,56
Ham lugng S % 0,24

Ham lugng SiO, % 0,02
TCN 83/2004
Ham lugng Al,O, Y% 0,18
Ham lugng C PTN % 0,30
Ham lugng P TCN 91/2005 % <0,01
Ham lugng Fe,O, TCN 83/2004 % 0,04
Ham lugng MgCO, % 1,18
- TCXDVN 312/2004
Ham lugng mat khi nung % 2,41

Ham lugng R,0, TCN 83/2004 % 0,22
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bia diém giam dinh : Phong thi nghiém Vinacontrol.
Thai giam giam dinh: Ngay 09/02/2012 va mét s6 ngay sau.

GIAM DINH VIEN TRUGNG PHONG GIAM BINH 1

THAY MAT CONG TY
/ L Vinacos
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PHAM VAN TU DINFNGOC QUANG

Improve quality, toward success
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BO XAY DUNG

VIEN VAT LIEU XAY DUNG
VILAS 003 - ISO/IEC 17025:2005 - TRUNG TAM KIEM DINH

A:,gu XAY DUNG
VIET NAM INSTITUTE FOR BUILD] T B

- INSPECTION.C f‘ FOR NG MATERIALS
235 ﬁn Triii, Thanh'X u Ha Noi
: 04 385811/

PHIEU KET QUA THU NGHIEM
TEST REPORT
S6 (No) #044..... NLXD-TTKD

%

VIBM

1. Cd quan gifi m&u (Client): Céng ty c8 phan XNK va Pau tu‘thtmng mai Viét Nam
2. Loai mau (Kind of sample). Vbl cuc - ATVN ¥
3. S8 phiéu ké hoach (Reg. No) 574/KHPT
4. Ngay nhan mau (Date of received sample): 03/04/2012
KET QUA THU NGHIEM
TEST RESULT

STT Tén chi tiéu : Pon vi Két qua “ Phuong phap thir
(No) (Characteristics) (Unit) (Results) "y esgmmbtﬁ')

1 Ca0 % 99,40 Texp312: 2004

2 MgO % 0,25 TCXD 312: 2004

Ha N¢i, ngay (Date): 04/04/2012

Cén bo phan tich (Tested by): Thio — Lién — Thu — Manh

PTN VILAS 003- Trung tam Kiém dinh VLXD
VILAS 003- Inspection Center for BM
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VILAS 003

Ghl chii (Note):

Méu do khach hing mang dén Vién Vit li¢u xay dyng. Tén co quan giri mau va tén méu dugc béo c4o theo yéu ciu cita khéch hang giri mu.
(Samples were sent to VIBM. Name of clzentand sample as client's request)

- Kétqua thir nghiém chi c6 gié tri v6i mau. Céc STT khong danh déu (*) thude phép thir PTN Vilas 003. (The test report valid for sample
only. The Vilas 003 symbol is not used for (*) test methods)

Khong dugc sao chép timg phan, dwgc sao chép toan b phiéu két qua nay (This test report not be reproduced, except in full)




BO XAY DUNG
VIEN VAT LIEU XAY DUNG
VILAS 003 - ISO/IEC 17025:2005 - TRUNG TAM KIEM BINH VAT LIEU XAY DUNG
VIET NAM INSTITUTE FOR BUILDING MATERIALS(VIBM)
/‘ VILAS 003 - ISO/IEC 17025:2005 - INSPECTION CENTER FOR BUILDING MATERIALS

v I B M Dia chi(Address): 235 Nguyén Trdi, Thanh Xuan, Ha Noi
= = === "T% Dién thoai(Tel): 04 38582216; Fax: 04 38581112;. E-mail: vienvixd@hn.vnn.vn: Website: www.vibm.vn
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PHIEU KET QUA THU NGHIEM
TEST REPORT
S8 (No) £idl........ NLXD-TTKD

1, _Cauan glfi mau (Client): Cong ty c8 phan Xuat nhap khdu va Pau tu thuong mai Viét Nam
2. Loai mau (Kind of sample): V6i cuc
3. S6 phiéu ké hoach (Reg.No): 200/KHPT
4. Ngay nhan mau (Date of received sample): 14/02/2012
KET QUA THU NGHIEM
TEST RESULT
STT Tén chi tiéu Pon vi Két qua Phuong phap thir
(No) (Characteristics) (Unit) (Results) (Test methods)
1 MKN (LOI) % 5,48 « TCXD 312: 2004
2 Si0, % 0,57 TCXD 312: 2004
3 FeO, % | 008 ‘ TCXD 312: 2004
4 | ALO, | % 012 | TCXD312: 2004
5 Ca0 ) % 90,65 TCXD 312: 2004
6 | MgO % 1,89 TCXD 312: 2004
7 | o, | @ | o TCXD 312: 2004
8 KO ] % | 0,00 TCXD 312: 2004
9 Na,O % 0,00 TCXD 312: 2004
0 TiO, % 0,00 TCXD 312: 2004
| s | % 0.25 TCXD 312: 2004
12 | % 0,02 Phan tich AQS trén mdy XRF
13 v MgCO, % 0,21 ‘ Theo tinh toan (*)
Ha Néi, ngay (Date): 15/02/2012
Can bo phan tich (Tested by): Thu — Lién — Manh — Thao..... . Lf({ﬁ/
Vien Vat licu xay dung PTN Vilas 003- Trung tam Kiém dinh VLXD
VIBM Vilas 003- Inspection (cnteﬂ ‘?/I/'/BAI ‘{; ?\\
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B\ ﬁ }\ )3
| B N
Al G
= VILAS 003

Neguyén Thi Hai Yén

Ghicha (Note)

Mau do khach hang mang dén Vign Vat liéu xay dung. Tén co quan giri mau va tén mau dugc bao cao theo yéu cau cua khach ha ang g mau,
(Sumples were sent to VIBM. Name of ¢ /l( nt and sample as client's request)

Ket qua thir nghiém chi ¢o gia tri vai mu. Cac STT khong danh déu (*) thuge phep thu PTN Vilas 003, (The test report valid for sample
onlv. The Vilas 003 svmbol is not used for (*) test methods)

Khing diwge sao chép timg phan, dwoc sao chép toan bé phiéu két qua nay (This testreportnot be reproduced, except in full)




