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Haiphong City, Dated: 26 March, 2012

CERTIFICATE OF QUALITY/ANALYSIS

REF. NO: M12/1470
A shipment designated as:

SHIPPER: MINH ANH TRADING INVESTMENT AND IMPORT EXPORT JOINT
STOCK COMPANY
ADD:NO 3/A5,COLUMN 5-8 OPEN ZONE,HONG HA WARD,HA LONG
CITY, QUANG NINH PROVINCE,VIETNAM
TEL:0084-33-2474268 FAX:0084-33-3811789

TO MESSRS: HAINAN ZHONG SHENG INTERNATIONAL TRADING CO., LTD
ADD: BAILI HOTEL KAIFENG CITY PLAZA 16TH FLOOR ROOM
1601, PUJI ROAD, YANGPU ECONOMIC DEVELOPMENT
ZONE, HAINAN,PEOPLE'S REPUBLIC OF CHINA

DESCRIPTION OF GOODS: CALCES

PORT OF LOADING: HAIPHONG PORT, VIETNAM

PORT OF DISCHARGE: YANGPU OR JINHAI PORT,HAINAN,P.R.CHINA
NAME OF VESSEL: M/V HAI LONG 27

B/L NO. & DATE: 01-MAVN DATE: 24 MAR, 2012

In compliance with the instructions received from our principal, we attended at Haiphong port, Vietnam with |
the purpose of carrying out survey of Quality/Analysis of the above commodity. At time of our intervention, |
the cargo was being loaded on board the vessel at Haiphong port. We hereby report our findings as follows: |

PACKING: The cargo was packed in PP Jumbo bags.

QUALITY: Based on ISO standards, We, the SGS surveyors took the representative sample of the
whole lot of cargo during the course of loading cargo on board the vessel for test quality. The full composite
samples were prepared and divided into 04 sub-samples then distributed as follows:

- 01 sub-sample with SGS seal No. 13002207 was sent to our laboratory for testing 1
- 02 sub-samples with SGS seals No. 13002208 & 13002209 were retained at SGS office and will be |
disposed after 03 months.

- 01 sub-sample with SGS seal No. 13002210 was handed over to the client.

This document is issued the Company subject to its General Conditions of Service |
SGS Vletnam Ltd. (www.sgs. com/en/Terms-anc b{‘,o nditions. 1p>ap=y\ Atgnllon is drawn to the limitations of liability, |
o s ion and jurisdicti issues therein.
1 19'1‘21_ Vo Yan Tan' Ward 6 - District 3 This document is to be treated as an original within the meaning of UCP 600. Any holder of this
Hochiminh Clty - Vietnam document is advised that information contained hereon reflects the Company’s findings at the
Tel.: +84(0)8 3935 1920 time of its intervention only and within the limits of client's instructions, if any. The Company’s
o sole responsibility is to its Client and this document does not exonerala parties to a lrmacuon |
Fax: "’84(0)8 3935 1929 from exercising all thelr rights and obligations under the An: |
, forgery ion of the content or appearance of this document is unlawful and |

offenders’ may be pmsaculed to the fullest extent of the law.
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The testing results of quality were found as follows:
Items Testing result (%) Testing method
CaO 92.82 (Nine two decimal eight two)
| MgO 0.97 (Zero decimal nine seven) ASTM C25
SiO, 0.65 (Zero decimal six five)
Size (< 100mm) 100 (One zero zero) SIEVE

Survey was carried out at Haiphong port, Vietnam and our Lab from 22 to 25 March, 2012

This certificate reflects the findings determined at time and place of our intervention only.

SGS Vietnam Ltd.
119-121 Vo Van Tan, Ward 6 - District 3
Hochiminh City - Vietnam
Tel.: +84(0)8 3935 1920
Fax: +84(0)8 3935 1929

SGS VIETNAM LTD.
Nguyen Thi Anh Thu

~Thay mat cong ty

SGS, 5GS Vietnom L1o

This document is issued by the Company subject to its General Conditions of Service |
(www.sgs. com \h.n'Tcrn -and-Cor ummns aspx). Attention is drawn to the limitations of fiability, |

and j issues i therein. |
This document is to be treated as an original within the meamng of UCP 600. Any holder of this |
document is advised that information contained hereon reflects the Company’s findings at the |

time of its intervention only and within the limits of client's instructions, if any. The Company's |
sole responsibility is to its Client and this document does not exonerate parties to a lransacnon |

from exercising all their rights and obli under the Any
, forgery or f; ion of the content or of this is unlawful and |
offenders’ may be prosecuted to the fullest extent of the law. |
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Vinacontrol Halphong
80 Pham Minh Duc, Haiphong.

D) Vinaconfrel = 5iiee
ax v
II.""‘"" l‘. E :vinacontrolhp@hn.vnn.vn
www.vinacontrol.com.vn

Branches In all main ports of Vietnam

CHUNG THU GIAM DINH VE PHAM CHAT

S6 : 12C01ND0522-01
Ngay: 14/02/2012

Ngudi yéu cau : CONG TY CO PHAN XNK VA DAU TU THUONG MAI VIET NAM
Tén hang khai bao : DA VOI

S8 Ivgng -1 MAU
Ngay yéu cdu giam dinh: 09/02/2012

KET QUA GIAM DINH

PHAM CHAT: Theo yéu cdu ciia CONG TY CO PHAN XNK VA DAU TU THUONG MAI
VIET NAM, chiing 15i da tién hanh kiém tra phiém chat 01 m&u d4 voi do chi hang cung cép,
mau dung trong tdi PE, miéng tGi khdng c6 niém phong cip chi. Két qua nhu sau;
T CHI TIEU PHUONG PHAP DON VI KET QUA
Ham lugng Ca0 Y% 91,83
Ham Iugng MgO TCXDVN 312/2004 % 0,56
Ham lgng S .
Ham ludng SiO, Ya
TCN 83/2004 :
Ham fuong Al,O, %
Ham lugng C PTN %
Ham lugng P TCN 91/2005 %
Ham lugng Fe,0y . TCN 83/2004 %
Ham lugng MgCO, %
- TCXDVN 312/2004
Ham Iuigng mat khi nung Y%

11 | Ham lugng R,0, TCN 82/2004 %

tocowma.hiwm—\
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Dia diém giam djnh : Phéng thi nghiém Vinacontrol.
Thai giam gidm dinh: Ngay 09/02/2012 va mét sé ngay sau,

GIAM BINH VIEN TRUGNG PHONG GIAM BINH 1

THAY MAT CONG TY
. / K1 Vinace

PHAM VAN TU
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Improve guality, toward success
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BO XAY DUNG
VIEN VAT LIEU XAY DUNG

@ / VILAS 003 - ISO/IEC 17025:2005 - TRUNG TAM KléM DINH VAT 4

VIET NAM INSTITUTE FOR BUILD

g

Dién thoai(Tel): 04 38582216; Fax @mm‘i -mail: v

¥ xenleg@hn vnn.vn; Website: www.vibm.vn

PHIEU KET QUA THU NGHIEM
TEST REPORT
S6 (No) JGA..... NLXD-TTKD

1. Cd quan gl mau (Client): Cong ty c8 phan XNK va bau tuthu‘cng mai Viét Nam
2. Loal mau (Kind of sample): V6i cuc = ATVN '
3. S6 phiu k& hoach (Reg.No): 571/IKHPT
4. Ngay nhan mau (Date of received sample): 03/04/2012
KET QUA THU NGHIEM
TEST RESULT

STT Tén chi tiéu : Pon vi Két qua * Phuong phap thir
(No) (Characteristics) (Unit) (Results) (Testmethods)

1 Ca0 % 9940 | /| % TexD312: 2004

2 MgO % 0,25 TCXD 312: 2004

Ha N¢i, ngay (Date): 04/04/2012

Can b¢ phan tich (Tested by): Thao — Lién— Thu—~Manh ........ Y. /...

PTN VILAS 003- Trung tam Kiém dinh VLXD
VILAS 003- Inspection Center for BM

VILAS 003

% W
th chii (Note):

Miu do khach hang mang dén Vién Vit liéu xay dyng. Tén co quan giri mau va tén mau dugc bdo céo theo yéu ciu ciia khach hang giri méu.
(Samples were sent to VIBM. Name of chem and sample as client's 1

- Két qua thir nghiém chi c6 gié tri véi mau. Cac STT khong danh dfu (*) thuoc phép thir PTN Vilas 003. (The test report valid for sample
only. The Vilas 003 symbol is not used for (*) test methods)

- Khong dugc sao chép timg phan, dwgc sao chép toan bg phiéu két qué nay (This test report not be reproduced, except in full)




BO XAY DUNG
VIEN VAT LIEU XAY DUNG
VILAS 003 - ISO/IEC 17025:2005 - TRUNG TAM KIEM BINH VAT LIEU XAY DUNG
VIET NAM INSTITUTE FOR BUILDING MATERIALS(VIBM)
VILAS 003 - ISO/IEC 17025:2005 - INSPECTION CENTER FOR BUILDING MATERIALS
bia chi(Address): 235 Nguyén Trdi, Thanh Xuan, Ha Noi
Dlen thoai(Tel): 04 38582216; Fax: 04 38581112;. E-mail: vienvixd@hn.vnn.vn: Website: www.vibm.vn

PHIEU KET QUA THU NGHIEM
TEST REPORT
S§ (No) ll........ NLXD-TTKD

1. Co quan gifi mau (Client): Céng ty c8 phan Xuat nhap khau va Dau tu thuong mai Viét Nam

2. Loai mau (Kind of sample): V6i cuc

3. S6 phiéu k& hoach (Reg.No): 200/KHPT

4. Ngay nhan mau (Date of received sample): 14/02/2012

KET QUA THU NGHIEM
TEST RESULT
STT Tén chi tiéu DPon vi Két qua Phuong phap thir
(No) (Characteristics) (Unit) (Results) (Test methods)
1 MKN (LOI) % 5.48 «  TCXD 312: 2004
2 Sio, % 0,57 TCXD 312: 2004
3 R0, % | 008 ‘ TCXD 312: 2004
4 | AL, | @ 012 | TCXD 3132004
5 Ca0 ’ 9% 90,65 TCXD 312: 2004
6 | Mg % 1,89 TCXD 312: 2004
7 | so, | % 0,62 TCXD 312: 2004
8 KO0 1 % 0,00 TCXD 312: 2004
9 | Na,O % 0,00 TCXD 312: 2004
0 TiO, % 0,00 TCXD 312: 2004
| s 2 | & 0,25 TCXD 312: 2004
12 - p % 0,02 Phan tich AQS trén may XRE
13 7 MgCO, % 0,21 ‘ Theo tinh toan (*)
Ha Noi, ngay (Date): 15/02/2012
Cin bé phan tich (Tested by): Thu — Lién — Manh — Thio ... . Jf"/,
Vien Vat licu xay dung PTN Vilas 003- Trung tam Kiém dinh VLXD
VIBM Vilas 003- Inspection (,cnleﬁ ‘l?/l/’/Bﬂl /J\ 1?\\

5 | /‘ [, :’< o : 2 = : ' Jx
D[V RS ViETin
? - iy s
A j < VILAS 003
' ' Nguyén Thi Hai Yén

Ghicha (Note)

Mau do khach hang mang dén Vien Vit liu xay dung. Tén co quan giri mau v tén mau duge bao cio theo yéu cau ciia khach ha ng gui mau,
(Sumples were sent to VIBM. Name of client and sample as client's request)

Ket qua thir nghiém chi ¢o gia tri vai miu. Cac STT khong danh déu (*) thuge phep thu PTN Vilas 003, (The test report valid for sample
onlyv. The Vilas 003 svmbol is not used for (*) test methods)

Khing diwge sao chép timg phan, dwoc sao chép toan bé phiéu két qua nay (This testreportnot be reproduced, except in full)




